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INTRODUCTION 
 
Several ongoing High Temperature Gas-cooled 

Reactor (HTGR) development projects are currently 
under way throughout the world, with the U.S. 
Department of Energy’s Next Generation Nuclear Plant 
representing a significant and growing activity in the 
United States.  HTGR designs utilize graphite-moderated 
fuel forms and helium gas as a coolant.  HTGR fuel 
elements are typically composed of tristructural-isotropic 
(TRISO) fuel particles. The TRISO particles are either 
dispersed in the graphite matrix of a fuel pebble for the 
pebble-bed design or molded into compacts/rods that are 
then inserted into hexagonal graphite blocks for prismatic 
core designs.   

The use of localized fuel grains within a larger fuel 
element results in two levels of heterogeneity that will 
challenge many existing lattice physics methods.  Hence, 
advanced methods for treatment of both levels of 
heterogeneity effects are needed. In doubly heterogeneous 
(DH) systems, heterogeneous fuel particles in a moderator 
matrix form the fuel region of the fuel element and thus 
constitute the first level of heterogeneity.  Fuel elements 
themselves are also heterogeneous with fuel and 
moderator or reflector regions, forming the second level 
of heterogeneity.   

The current lack of well-qualified experimental 
measurements for spent HGTR fuel elements limits the 
validation of advanced DH depletion methods.  Because 
of this shortage of data, this benchmark has been 
developed as the first, simplest phase in a planned series 
of increasingly complex set of code-to-code benchmarks. 

 
FUEL SPECIFICATIONS 

 
This benchmark consists of depletion calculations for 

three different configurations: (1) the first, composed of 
an infinite lattice of grains; (2) the second, representative 
of a generic pebble-bed configuration; and (3) the third, 
based on the characteristics of a Modular 

High-Temperature Gas-cooled Reactor (MHTGR) 
prismatic fuel element.[1]   For simplicity, all models will 
be based on a design featuring a single TRISO fuel 
element, with different particle densities within the fuel 
element types.  (The density of the infinite grain-lattice 
model is based on the density of grains in the pebble 
design.)  Configurations 2 and 3 are based on an infinite 
lattice representation of fuel elements.  Note that the 
8.2 wt % enrichment for the TRISO fuel particles is lower 
than anticipated for an MHTGR fuel design, which is 
expected to be greater than 10%. 

Table I provides isotopic concentrations for all 
compositions used in all configurations. For the purposes 
of this benchmark, all materials in all models are assumed 
to be at a uniform temperature of 293.6 K.  Data for the 
grain dimensions used in all three configurations are 
provided in Table II.  Isotopic compositions and particle- 
coating parameters have been selected based on 
specifications provided for a related benchmark.[2]  A 
representative design for a prismatic fuel lattice has been 
developed based on specifications available in Ref. [3]. 
Table III provides the pebble-to-pebble pitch for a cubic 
lattice for use in three-dimensional models; however, the 
equivalent coolant radius is also provided for use in one-
dimensional models.  The prismatic fuel model requires a 
supercell model including both fuel and coolant channels.  
The supercell consists of a hexagon with a coolant 
channel at the center of the hexagon and a fuel channel 
centered on each vertex.  Because the fuel is assumed to 
be infinite in height, the model is essentially two-
dimensional.  The compact height given in Table IV is for 
volume and particle density calculations only.
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Table I. Material Specifications 

Material Nuclide Atoms per 
barn•cm   

UO2 fuel  

U-238 2.12877E-02 
U-235 1.92585E-03 

O 4.64272E-02 
B-10 1.14694E-07 
B-11 4.64570E-07 

Inner low-density carbon kernel 
coating C (nat) 5.26449E-02 

Pyro carbon kernel coatings 
(inner and outer) C (nat) 9.52621E-02 

Silicon carbide kernel coating C (nat) 4.77240E-02 
Si (nat) 4.77240E-02 

Pebble/Compact carbon matrix 
C (nat) 8.77414E-02 
B-10 9.64977E-09 
B-11 3.90864E-08 

Pebble outer coating/Prismatic 
block 

C (nat) 8.77414E-02 
B-10 9.64977E-09 
B-11 3.90864E-08 

Helium coolant He-3 3.71220E-11 
He-4 2.65156E-5 

 
Table II. Fuel Grain Data 

 Value 

UO2 fuel density, g/cm3  10.4  
Uranium enrichment 
(by mass 235U / (235U + 238U), %  8.2  

Fuel natural boron impurity by 
mass, ppm  1  

Outer coated-particle radius, mm  0.455  
Fuel kernel radius, mm  0.25  
Coating materials  C / C / SiC / C  
Coating thickness, mm  0.09 / 0.04 / 0.035 / 0.04  
Coating densities, g/cm3  1.05 / 1.9 / 3.18 / 1.9  
Unit cell grain square array pitch 
(cubical outer boundary), cm  0.16341  

Unit cell grain outer radius 
(spherical outer boundary), cm  0.10137  

Grain outer radius, cm  0.0455  
Packing fraction of coated 
particles, %  9.043  

Graphite matrix density, g/cm3  1.75  
Graphite matrix natural boron 
impurity by mass, ppm  0.5  

UO2 fuel mass per pebble, g  6.806E-4 

Table III. Pebble-Bed-Fuel Lattice Data 

 Value 

Unit cell pebble square array pitch (cubical 
outer boundary), cm  6.0  

Unit cell coolant outer radius (spherical outer 
boundary), cm  3.72210  

Pebble radius, cm  3.0  
Radius of fuel zone, cm  2.5  
Pebble outer carbon coating thickness, cm  0.5  
Pebble outer carbon natural boron impurity by 
mass, ppm  0.5  

Number of coated particles per pebble  15,000  
Packing fraction of coated particles, %  9.043  
Graphite matrix density, g/cm3  1.75  
Graphite matrix natural boron impurity by 
mass, ppm  0.5  

Pebble outer carbon coating density, g/cm3  1.75  
UO2 fuel mass per pebble, g  10.210  
 

Table IV. Prismatic-Fuel Lattice Data 

 Value 

Triangular pitch (coolant channel-rod channel 
and rod channel-rod channel), cm  1.880 

Fuel channel diameter, cm  1.270  
Coolant channel diameter, cm  1.588  
Fuel compact (centered in fuel channel) 
diameter, cm  1.245 

Compact height, cm 4.93 
Number of coated particles per compact  3,000  
Packing fraction of coated particles, %  19.723  
Graphite matrix density, g/cm3  1.75  
Graphite matrix natural boron impurity by 
mass, ppm  0.5  

UO2 fuel mass per compact, g  2.042 
 
DEPLETION CALCULATIONS 
 

Depletion calculations are to be performed for each 
model.  Results are to be reported for fresh fuel and for 
burnup steps of 0.5, 5, 10, 20, 40, 80, and 120 GWd/tonne 
initial uranium.  (Intermediate burnup steps should be 
performed as appropriate to ensure accurate depletion.)  
Depletion is to be performed at a constant power of 
62 MW/tonne initial uranium, assuming continuous 
burnup with no downtime.  Both fuel and the graphite 
matrix (boron impurities) should be depleted. 

To include calculations from as many different 
methods as possible, depletion calculations are to be 
performed without a critical spectrum correction. 

Reflective/mirror boundary conditions should be used 
where available; white boundary conditions may be used 
where reflection is not an option. 



REPORTING OF RESULTS 
 

Results to be reported are as follows: 
 

- Infinite multiplication factor 
- Spectral indices (assuming a fast/thermal boundary 

at 0.625 eV) 
• ρ238 = 238Ucap(fast) / 238Ucap(thermal) 
• δ235 = 235Ufis(fast) / 235Ufis(thermal)  
• δ238 = 238Ufis / 235Ufis  
• c/f235 = 238Ucap / 235Ufis 

- Nuclide concentrations (grams/tonne initial U) 
• Actinides: 235U, 238U, 239Pu, 240Pu, 241Pu, 242Pu, 

241Am, 244Cm, and 245Cm 
• Fission products: 85Kr, 90Sr, 110mAg, 137Cs, 

135Xe, 149Sm, and 151Sm 
- Volume-averaged energy-dependent spectrum in 

fuel pebble/compact (using participant’s own 
group structure) 

 
Results should be transmitted to vhtr@ornl.gov.  A 
spreadsheet for compiling results may be obtained by 
contacting the author at this address. 
 
CONCLUSION 
 

This benchmark was first proposed and accepted at 
the February 2009 meeting of the Organisation for 
Economic Cooperation and Development/Nuclear Energy 
Agency (OECD/NEA) Working Party on Scientific Issues 
of Reactor Systems (WPRS).[4]  A first compilation of 
results will be assembled for presentation at the 2010 
meeting of the WPRS and eventual publication.  Results 
will be made available for comparison with subsequent 
calculations. 

A second phase of the benchmark with additional 
complexities will be prepared in late 2009 for distribution 
in early 2010. 
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